Guidance for Casing Inspection Log Results
Underground Hydrocarbon Storage Wells in Bedded Salt

Measure maximum depth of
corroded area and compare to
nominal well thickness

Repair the casing or plug the well.
Verify the integrity of the casing with
a MIT [KAR 28-45-16 (c)(2)] and a

Is metal loss Yes CIL.[KAR 28-45.—16(h)(2‘)] before
greater than 70%? placing the well into service.
MIT required is the casing pressure
test at maximum operating pressure
No

Yes Conduct MIT and
monitor with CIL
> every 3 years

Is metal loss
between 40 and
70 %?

Yes

Is metal loss
between 20
and 40 %?

Monitor with CIL
> every 5 years

Is metal loss
20% or less?

Yes
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Continue operations
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